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SHENZHEN SANYU ADHESIVE CO., LTD

R301, NO.20, HONGXING GEBU NEW DEVELOPED AREA LANE 7, SONGGANG, BAOAN DISTRICT, 

SHENZHEN CITY, CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as :

960压板胶

SGS Job No. 13013285 - SZ :

3.3 :SGS Internal Reference No.

Date of Sample Received  : 21 May 2013

Testing Period  : 21 May 2013 - 26 May 2013

Test Requested  : Selected test(s) as requested by client.

 : Please refer to next page(s).Test Method

Test Results  : Please refer to next page(s).

 :Conclusion Based on the performed tests on submitted sample(s), the results 

 the RoHS Directive 2002/95/EC and its subsequent amendments.

Signed for and on behalf of 

SGS-CSTC Ltd.

Alpher Qiu
Approved Signatory
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Test Results:

 :ID for specimen 1 CAN13-013285.503

White paste :Description for specimen 1

MDL LimitResultUnit Test Method (Reference)Test Item(s)

100Cadmium (Cd) N.D.mg/kg 2IEC 62321:2008, ICP-OES

1000Lead (Pb) N.D.mg/kg 2IEC 62321:2008, ICP-OES

1000Mercury (Hg) N.D.mg/kg 2IEC 62321:2008, ICP-OES

1000Hexavalent Chromium (CrVI) by 

alkaline extraction

N.D.mg/kg 2IEC 62321:2008, UV-Vis

1000Sum of PBBs N.D.mg/kg --

Monobromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Dibromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Tribromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Tetrabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Pentabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Hexabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Heptabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Octabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Nonabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

Decabromobiphenyl N.D.mg/kg 5IEC 62321:2008, GC-MS

1000Sum of PBDEs N.D.mg/kg --

Monobromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Dibromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Tribromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Tetrabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Pentabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Hexabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Heptabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Octabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Nonabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Decabromodiphenyl ether N.D.mg/kg 5IEC 62321:2008, GC-MS

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. "-" = Not regulated

Remark:The result(s) shown is/are of the total weight of wet sample.
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No. CANEC1301328503  Date: 26 May 2013 Page 3 of 4

 

Test Report



  

No. CANEC1301328503  Date: 26 May 2013 Page 4 of 4

 

Sample photo:

CANEC1301328503

CAN12-013285.503

SGS authenticate the photo on original report only

*** End of Report ***
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